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ABSTRACT

Inelastic electron tunneling spectroscopy (IETS) of an alkanedithiol self-assembled monolayer (SAM) is investigated using a nanometer-scale
device. The IETS spectrum of the octanedithiol device clearly shows vibrational signatures of an octanedithiolate, −SC8 H16S−, bonded to gold
electrodes. The pronounced IETS peaks correspond to vibrational modes perpendicular to the junction interface, which include the stretching
modes of Au−S (at 33 mV) and C−C (at 133 mV) and the wagging mode of CH2 (at 158 mV). The observed peak intensities and peak widths
are in good agreement with theoretical predictions.

In the past several years, tremendous progress has been made
in the electronic transport characterization of self-assembled
monolayers (SAMs).1,2 Alkanethiol (CH3(CH2)n-1SH) is one
molecular system that has been studied extensively because
of its ability to form a robust SAM on gold surfaces.3 Re-
cently, tunneling has been identified as the main conduction
mechanism for alkanethiol SAMs formed in a nanometer-
scale junction,4 as expected because the Fermi levels of
contacts lie within a large HOMO-LUMO gap (HOMO:
highest occupied molecular orbital; LUMO: lowest unoc-
cupied molecular orbital) of a short molecule.5 In this study,
electronic tunneling behavior through alkanethiol SAMs is
further investigated with the technique of inelastic electron
tunneling spectroscopy (IETS). IETS was developed in the
1960s to study the vibrational spectrum of organic molecules
buried inside metal-oxide-metal junctions6-8 and has since
become a powerful spectroscopic tool for molecular iden-
tification and chemical bonding investigation.9 The purpose
of our study is to demonstrate that the IETS technique can
be utilized for the unique identification of specific molecular
species contained in nanometer-scale devices with self-
assembled monolayers.

Electronic transport measurements on an octanedithiol
SAM were performed using a nanoscale device (Figure 1a)4

in which a small number of molecules (∼several thousand)
are sandwiched between two metallic contacts. This tech-
nique provides a stable device structure and makes temper-
ature-variable measurements possible. Details of the device-
fabrication process have been reported elsewhere.4,10 In this
study, 150 nm gold is thermally evaporated onto the top of

the sample to fill the pore and form one of the metallic con-
tacts. The device is then transferred into a∼5 mM oc-
tanedithiol (HS(CH2)8SH, denoted as the C8 dithiol, Figure
1b) molecular solution for SAM deposition. The dithiol
solution is prepared by adding∼10 µL of octanedithiol to
10 mL of ethanol. SAM formation is carried out for 24 h
inside a nitrogen-filled glovebox with an oxygen level of
less than 5 ppm. Then the device is rinsed and transferred
to an evaporator, where 200 nm Au is deposited on the oppo-
sing side to confine the SAM and form an enclosed device.
During the second thermal evaporation step (pressure≈ 10-8

Torr), liquid nitrogen flows through the sample holder to
reduce thermal damage to the molecular layer.4 The device
is subsequently packaged and loaded into a cryostat for
electrical characterizations between 300 and 4.2 K.

Inelastic electron tunneling (IET) spectra are obtained via
a standard lock-in second-harmonic measurement tech-
nique.6,11 A synthesized function generator (Stanford Re-
search Systems DS 345) is used to provide both the mod-
ulation and the lock-in reference signal. The second-harmonic
signal (proportional to d2I/dV2) is directly measured using a* Corresponding author. E-mail: mark.reed@yale.edu.

Figure 1. (a) Schematic of the nanopore device. (b) Chemical
structure of the C8 dithiol.
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lock-in amplifier (Stanford Research Systems 830), which
has also been checked to be consistent with a numerical
derivative of the first-harmonic signal (proportional to
dI/dV). Various modulation amplitudes and frequencies are
utilized to obtain the spectra. The ac modulation is added to
a dc bias (generated by a Yokogawa 7651 dc source) using
operational amplifier-based custom circuitry.12

Figure 2a shows a representative current-voltage (I(V))
characteristic of a C8 dithiol SAM measured at room temper-
ature using the aforementioned device structure. Positive bias
corresponds to electrons injected from the second evaporated
Au contact (bottom contact in Figure 1a) into the molecules.
Using a junction area of 51( 5 nm in diameter (obtained
from statistical studies of the nanopore size with a scanning
electron microscope), a current density of∼(9.3 ( 1.8) ×
104 A/cm2 at 1.0 V is calculated. Figure 2b shows the
temperature-dependent current-voltage (I(V, T)) data for this
device obtained between 300 and 4.2 K. No significant
temperature dependence of the currents is observed between
0 and 0.5 V, confirming that tunneling is the transport
mechanism for the C8 dithiol SAM. This result is in agree-
ment with the tunneling transport characteristics observed
for alkanemonothiol SAMs.4

Figure 3 shows the inelastic electron tunneling spectrum
of the same C8 dithiol SAM device obtained atT ) 4.2 K.
An ac modulation of 8.7 mV (rms value) at a frequency of

503 Hz was applied to the sample to acquire the second-
harmonic signals. The spectra are stable and repeatable upon
successive bias sweeps. The spectrum at 4.2 K is character-
ized by three pronounced peaks in the 0 to 200 mV region
at 33, 133, and 158 mV. From comparisons with previously
reported infrared (IR), Raman, and high-resolution electron
energy loss (HREEL) spectra of SAM-covered gold sur-

Figure 2. (a) Room-temperatureI(V) characteristics of a C8 dithiol
SAM. (b) I(V, T) characteristics of the C8 dithiol SAM at selected
temperatures (4.2, 50, 100, 150, 200, 250, and 290 K).

Figure 3. Inelastic electron tunneling spectrum of the C8 dithiol
SAM obtained from lock-in second-harmonic measurements with
an ac modulation of 8.7 mV (rms value) at a frequency of 503 Hz
(T ) 4.2 K). Peaks labeled * are most probably background due to
the encasing Si3N4.

Table 1: Summarya of the Major Vibrational Modes of
Alkanethiolatesb

modes methods
wavenumber

(cm-1) (meV)

ν(Au-S) HREELS14 225 28

ν(C-S) Raman13 641 79
Raman13 706 88

HREELS14 715 89
δr(CH2) IR15 720 89

IR15 766 95
IR15 925 115

HREELS14 1050 130
ν(C-C) Raman13 1064 132

Raman13 1120 139

IR15 1230 152
γw,t(CH2) HREELS14 1265 157

IR15 1283 159
IR15 1330 165

δs(CH2) HREELS14 1455 180

ν(S-H) Raman13 2575 319

νs(CH2) Raman13 2854 354
HREELS14 2860 355

Raman13 2880 357
νas(CH2) Raman13 2907 360

HREELS14 2925 363

a There is a vast amount of literature with spectroscopic assignments
for alkanethiols. The references given are representative of IR, Raman, and
HREELS assignments.b Taken from refs 13-15.
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faces (Table 1), these three peaks are assigned toν(Au-S),
ν(C-C), andγw(CH2) modes of a surface-bound alkane-
thiolate.13-16 The absence of a strongν(S-H) signal at∼329
mV suggests that most of the thiol groups have reacted with
the gold bottom and top contacts. Peaks are also reproducibly
observed at 80, 107, and 186 mV. They correspond toν-
(C-S), δr(CH2), andδs(CH2) modes. The stretching mode
of the CH2 groups,ν(CH2), appears as a shoulder at 357
meV. The peak at 15 mV is due to vibrations from either
Si, Au, orδ(C-C-C).17 We note that all alkanethiolate peaks
without exception or omission occur in the spectra. Peaks at
58, 257, 277, and 302 as well as those above 375 mV are
likely to originate from Si-H and N-H vibrations related
to the silicon nitride membrane,17a,18which forms the SAM
encasement. The measurement of the background spectrum
of an “empty” nanopore device with only gold contacts to
obtain background contributions from Si3N4 is hampered by
currents that are either too low (open circuit) or too high
(short circuit) in such a device. However, to the best of our
knowledge alkanethiols have no vibrational signatures in
these regions.

Although there are no selection rules in IETS as there are
in IR and Raman spectroscopy, certain selection preferences
have been established. According to the IETS theory,19

molecular vibrations with net dipole moments perpendicular
to the interface of the tunneling junction have larger peak
intensities than vibrations with net dipole moments parallel
to the interface (for dipoles close to the electrodes). Thus,
vibrations perpendicular to the electrode interface (i.e.,
ν(Au-S), ν(C-S), ν(C-C), and γw(CH2)) dominate the
IETS spectrum, but modes parallel to the interface (i.e.,
δr,s(CH2) andν(CH2)) are weak.

To verify that the observed spectra are indeed valid IETS
data, the peak width broadening was examined as a function
of temperature and modulation voltage. IETS was performed
with different ac modulations at a fixed temperature and at
different temperatures with a fixed ac modulation. Figure 4

shows the modulation broadening of the C-C stretching
mode at 133 meV. The circles are the full widths at half
maximum (FWHMs) of the experimental peak atT ) 4.2 K
with various modulation voltages. A Gaussian distribution
function was utilized to obtain a FWHM and the error
range.20 The squares are calculated FWHM values (Wtheoretical)
taking into account both a finite temperature effect (Wthermal

≈ 5.4 kT)11 and a finite voltage-modulation effect (Wmodulation

≈ 1.7 Vac_rms).21 These two broadening contributions add as
the squares:Wtheoretical

2 ) Wthermal
2 + Wmodulation

2 . The agree-
ment is excellent over most of the modulation range, but
we note a saturation of the linewidth at low modulation
voltage, indicating the influence of a nonnegligible intrinsic
linewidth. Taking into account the known thermal and
modulation broadenings and including the intrinsic linewidth
(WI)22 broadening as a fitting parameter, the measured peak
width (Wexp) is given by

WI can be determined by using a nonlinear least squares fit

Figure 4. Line broadening of the 133 meV C-C stretching mode
as a function of ac modulation at a fixed temperature (4.2 K). The
circles are experimental FWHM values, and the squares are
theoretical calculations considering both modulation and thermal
contributions. The shaded bar denotes the expected saturation due
to the derived intrinsic linewidth (including a 5.4kT thermal
contribution) of 3.73( 0.98 meV.

Figure 5. (a) Temperature dependence of IET spectra obtained
at a fixed modulation of 8.70 mV (rms value). (b) Line (C-C
stretching mode) broadening as a function of temperature. The
circles are experimental FWHM values, and the squares are theo-
retical calculations considering thermal broadening, modulation
broadening, and the intrinsic linewidth.

Wexp ) xWI
2 + Wthermal

2 + Wmodulation
2 (1)

Nano Lett., Vol. 4, No. 4, 2004 645



to the ac modulation data (Figure 4) with eq 1, giving an
intrinsic linewidth of 3.73( 0.98 meV for this line. This is
shown (with the error range) in Figure 4 as a shaded bar,
including the thermal contribution.

We can independently check the thermal broadening of
the linewidth at a fixed modulation. Figure 5a shows the
temperature dependence of the IET spectra obtained with
an ac modulation of 8.70 mV. In Figure 5b, the circles (and
corresponding error bars) are experimental FWHM values
of the C-C stretching mode from Figure 5a, determined by
a Gaussian fit (and the error of the fit) to the experimental
line shape. For simplicity, we have considered only the
Gaussian line shapes,20 resulting in larger error bars for the
lower temperature range due to an asymmetric line shape.
The squares are theoretical calculations considering thermal
broadening, modulation broadening, and the intrinsic line-
width determined above. The error ranges of the calculation
(due to the intrinsic linewidth error) are approximately the
size of the data points. The agreement between theory and
experiment is very good, spanning a temperature range from
below (× 0.5) to above (× 10) the thermally broadened
intrinsic linewidth.

In conclusion, the electronic transport through self-
assembled C8 dithiol monolayers was investigated. Tunneling
transport was observed as the main conduction mechanism
by temperature-independentI(V) characteristics. An inelastic
electron tunneling spectroscopy study of a C8 dithiol SAM
device exhibited that tunneling charge carriers couple with
molecular vibrations. Observed peak intensities and widths
of the inelastic tunneling spectra agree well with theoretical
predictions.
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